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                                          This is to state that the Products -   SAND CASTINGS 
Manufactured by 

M/s. ULTIMATE ALLOYS PRIVATE LIMITED 
      SF No :138/1-A,B,C ,Trichy Road , Sulur                                                                                            
Coimbatore -641 402, Tamil Nadu, INDIA. 

 
has been assessed as per the requirements of NORSOK M650 Edition 4 Clause 6.2 on Qualification of                        

Manufacturers of Special Material and found to be in line with the requirements: 
 

NORSOK M 630 Edition 2020, MDS D 46 Rev .6 (ASTM  A995 Grade 4A -UNS J92205 ) 
NORSOK M 630 Edition 2020, MDS D 56 Rev .6 (ASTM  A995 Grade 5A -UNS J93404 ) 
NORSOK M 630 Edition 2020, MDS D 56 Rev .6 (ASTM  A995 Grade 6A - UNS J93380) 

 
Qualification details are mentioned in the QTR No: 

UAPL/QTR/01  Rev 02 Dated 01-03-2024 , UAPL/QTR/02 Rev 02 Dated 01-03-2024 
UAPL/QTR/03  Rev 02 Dated 01-03-2024 

(For Product details, refer Page 2) 
The Validity of this Statement is 5 years from the date of signing of QTR and this qualification is invalid 
and Expire ,if the essential variables are not met as per NORSOK M 650. 

 
   Inspected by:                                                                                         Checked by: 
                                                     
 
 
 
                                      
  Dhilip Kumar M,                                                                                      Ranjit Naik                                      
  Business Manager                                                                                   General Manager, IPC & TLS   
  Date of issue – 1th March 2024                                                             Valid upto – 28th  Feb 2029 
  Inspection Centre: BV Coimbatore 

  Distribution:     ULTIMATE ALLOYS  PRIVATE LIMITED.      BV Mumbai          BV Coimbatore 
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Products and Materials covered 
Product 

Description 
Material Grades Thickness  

Qualification 
(mm) 

Weight 
Qualification 

(Kgs) 

Manufacturing 
Summary Reference 

Hand Mould 
Sand Castings 

Norsok M-630 :2020 MDS 
D46 Rev. 6, ASTM A995 
Grade 4A UNS J92205 

Up to 150 mm All UA/MS/M650/01/4A 
Rev 02 

Dated 10-02-2024 
Hand Mould 

Sand Castings 
Norsok M-630 :2020 MDS 

D56 Rev. 6, ASTM A995 
Grade 5A UNS J93404 

Up to 150 mm All UA/MS/M650/01/5A 
Rev 02 

Dated 10-02-2024 
Hand Mould 

Sand Castings 
Norsok M-630 :2020 MDS 

D56 Rev. 6, ASTM A995 
Grade 6A UNS J93380 

Up to 150 mm All UA/MS/M650/01/6A 
Rev 02 

Dated 10-02-2024 
APPLICATION REQUIREMENTS: 

1. This statement regarding material manufacture does not relieve any purchaser from their responsibility to ensure that this 
qualification is applicable to their products within the essential variables outlined in NORSOK M-650 / NORSOK M-630. 

2. The supply of the  qualified products shall comply with inspection documentation requirements of EN 10204 type - 3.1/3.2, as 
determined by the Purchaser. 

3. The production test sample shall adhere to the relevant Material Data Sheet (MDS), at the discretion of the purchaser. 
4. The re-qualification process, as outlined in NORSOK M-650 Ed. 4, clause 8.2, must be repeated if any significant changes are 

made to the production route or manufacturing procedure, such as major alterations to manufacturing processes/equipment or 
heat treatment methods. 

5. Separate qualification is required for each plant if production is carried out at different plants/locations. This requirement also 
applies in the case of a change from in-house production to subcontractors or a change of subcontractor for essential 
operations, such as heat treatment. 

6. Qualification of Non-Destructive Testing (NDT) operators Shall comply with NS-EN ISO 9712 or equivalent standards, based on 
the purchaser’s requirements. 

7. Annual temperature uniformity surveys for heat treatment furnaces must be done in accordance with API Spec 6A, Annex M, 
ASTM A 991, or equivalent standards & NORSOK M-650 Ed. 4 Annex B. 

8. This Statement  is issued upon satisfactory completion of qualification processes as specified in Norsok M-650 Ed.4 and Norsok 
M-630 2020 

9. This Statement  is issued based on the manufacturer's requisition letter UA/BV/24/01 dated 21 Feb 2024. 
10. Acceptance of Quality Test Reports (QTR) is at the discretion and determination of the Purchaser /Buyer . 
11. The Renewal Audit has been performed based on the original qualification documents related to Certificate Nr:4117-2-14-PC-

IND 
12. Welding shall be carried out by qualified welders according to qualified procedures approved by a 3rd party organization 

recognized by an EEA member state 
  HISTORY OF THE STATEMENT 

Rev No Description Date of Issue 
00 Qualification done as per NORSOK M650 Clause 6.2 01st  March 2024 

END OF THE STATEMENT 



Qualification Test Record (QTR)

NORSOK M-6s0
QTR. No.: UAPL/QTR/01

Rev. No.:02

Ma n ufactu rer
name/address/
Web page:

M/s.Ultimate Alloys Private Limited,

Trichy Road, Sulur,

Coimbatore- 641.4O2, Tamil Nadu.

E-Mail : ultimate@ u ltimatealloys.com
Web: www.u ltimateal loys.com

Reference standard NORSOK M-650, Edition 4, SePt 201L

Material designation
and MDS No.:

ASTM A995 Gr.44 (UNS J92205) NORSOK M-630:2020, MDS D46, Rev.6,

Manufacturing
Summary doc. No.:

Manufacturing summary for ASTM 4995 Gr.4A (UNS J92205) Sand

casti n g Doc. No. UA/M 5 / M65O / OL / 4 A dI : 10.02.2024
Rev. No.:02

Products and
manufacturing
process(es):

Products: Ferritic/ Austenitic Stainless Steel castings fype22Cr Duplex ASTM A995 Gr.4A (UNS J92205)
production route No UA/MS/M650 10L14AdtiLO.O2.2024 Rev.02 (Hand Mould Sand Castlngs)

Mandatory conditions
and sub-contractors:

o AOD refined raw material (Blooms/Billets/Plates or Selective Virgin raw materials) Used.

. Heat treatment, Repair Welding & Machining done ln-house
o RT Done at Approved Sub-Contractor
. Tests according to MDS D46 Rev.6 requirements were performed at ISO 17025 Accredited

Laboratory
o Change of any Essential Variables according to NORSOK M-650 Ed. 4 requires Requalification.

o Heat Treatment carried out Qualified Furnace No.HTF:06 only
. Melting Process: lnduction with AOD BIooms/Billets or Plate/ Virgin raw materials

o All Major Weld repair required PWHT.

Other information: . Acid Pickling and Passivation done ln-house
. Renewal done as per NORSOK M-650 C1.6.2. (Refer Final MOM Date:28.02.2024)
o Re-Testing performed (Retained castings & integral test bars) at ISO 17025 certified Laboratory

( Refer: MTC UA/M650/MTC-01)
o Heat treatment verification caried out for the furnace No.HTF.06 (Refer.cycle No.F2036)

Validity: 28.02.2029

Tested and qualified thickness and weight

Products and
manufacturing

process(es):

Test record No. Tested
thickness

mm

Qualified
thickness

mm

Test piece

weight
kg

Qualified weight
kg

Hand Mould Sand

Castings
uA/M6s0/MTC-o1

150 150 543 All

Qua lif ication/accepta.qfa{ff tu res
-++-

Man ufactu rer:
M/s.Ultimate Alloys Private Limited,
Trichy Road, Sulur,
Coimbatore- 641.402, Tamil Nadu.

Web: www.ultimatealloys.com

The manufacturer and this eTR are evaluated and found to be iniptrpfiaA'iefuf,ftne require'rqehts ;J .ltto|)SiK M-650 Ed.4 for

supply of the above listed products and materials. This acceptrnce do?}ffi*empt any purchailrfro*{fi(responsibility to ensure

that this qualification is valid for his products within the essential variables of NORSOK M-650 Ed. 4.

Qualifying Company (company name/address):
BUREAU VERITAS

#68/5, F301-03rd Floor, "KCR's Business Today"

07th Street, Tatabad, 100 Feet Road, Coimbatore - 641 012.

Signature/Date:

0L.o3.2024

H

w



Qualification Test Record (QTR)

NORSOK M-5s0
QTR. No.: UAPL/QTR/O2

Rev. No.:02

Manufacturer
name/address/
Web page:

M/s.Ultimate Alloys Private Limited,
Trichy Road, Sulur,
Coimbatore- 64L4O2, Tamil Nadu.
E-Mail: ultimate@ultimatealloys.com
Web: www.u ltimateallovs.com

Reference standard NORSOK M-650, Edition 4, Sept 20L1

Material designation
and MDS No.:

ASTM 4995 Gr.5A (UNS J93404), NORSOK M-630:2020, MDS D56, Rev.6

Manufacturing
Summary doc. No.:

Manufacturing summary for ASTM A995 Gr.5A (UNS.j93404) Sand

casti n g Doc. No. UA/M S I M650 / 02 /5 A dt : 10.02.2024
Rev. No.:02

Products and
manufacturing
orocess{es):

Products: Ferritic/ Austenitic Stalnless Steel castings Type 25Cr Duplex ASTM A995 Gr.5A (UNS J93404)

Production route No UA/MS/M650/02/5Adt L0.02.2024 Rev.02 (Hand Mould Sand Castings)

Mandatory conditions
and sub-contractors:

o AOD refined raw material (Blooms/Billets/Plates or Selective Virgin raw materials) Used.

o Heat treatment, Repair Welding & Machining done ln-house
o RT Done at Approved Sub-Contractor
r Tests according to MDS D56 Rev.6 requirements were performed at ISO 17025 Accredited

La boratory
o Change of any Essential Variables according to NORSOK M-650 Ed. 4 requires Requalification
o Heat Treatment carried out Qualified Furnace No.HTF:06 only
. Melting Process: Induction with AOD Blooms/Billets or Plate/ Virgin raw materials
o All Major Weld repair required PWHT.

Other information: o Acid Pickling and Passivation done ln-house
. Renewal done as per NORSOK M-650 Cl.6.2. (Refer Final MOM Date:28.02.2024]r
o Re-Testing performed (Retained castings & integral test bars) at ISO 17025 certified Laboratory

(Refer: MTC UA/M650/MTC-02)
o Heat treatment verification caried out for the furnace No.HTF.06 (Refer.cycle No.F2036)

Validity: 28.O2.2029

Tested and qualified thickness and weight

Products and
manufacturing

process(es):

Test record No. Tested
thickness

mm

Qualified
thickness

mm

Test piece

weight
kg

Qualified weight
kg

Hand Mould Sand

Castings
uA/M6s0/MTC-02

150 150 543 All

Qua lif ication/accepIaE!=!SSLU res .ZovsZN.
Man ufacturer:
M/s.Ultimate Alloys Private Limited,
Trichy Road, Sulur,
Coimbatore- 641 402, Tamil Nadu.

Web: www.ultimatealloys.com
S. Thangaraj
(Lab- lncharge)

The manufacturer and this QTR are evaluated and found to be in et([p(,8e,J@fte requiremft$SffioK M-650 Ed. 4 for
supply of the above listed products and materials. This acceptance ddBSe#mpt any purchaser from his responsibility to ensure

that this qualification is valid for his products within the essential variables of NORSOK M-650 Ed.4.

Qualifying Company (company name/address):
BUREAU VERITAS

#68/6, F301-03rd Floor, "KCR's Business Today"

07th Street, Tatabad, 100 Feet Road, Coimbatore - 641 012.

Signature/Date:

0t.03.2024

,*\

\x )-
78/





Manufacturing Procedure Conformity Record (MPCR)

(As per ISO 17782:2018)

uA/MPCR/01

Rev. No.:0

Man ufacturer
name/address/
Web page:

M/s.Ultimate Alloys Private Limited,
Trichy Road, Sulur,
Coimbatore- 641- 402, Tamil Nadu.

E-Mail: ultimate@ultimatealloys.com
Web: www.u ltimatealloys.com

Reference standard ISO 17782:2018

Material designation
and MDS No.:

ASTM A995 Gr.4A(UNS J92205) NORSOI( M630-2020 MDS D46 REV.6

Manufacturing
Summary doc. No.:

Manufacturing summary for ASTM 4995 Gr.4A (UNS 192205)

sa nd casti n g Doc. No. UA/M S / MP CR/ 0l / 4 A dt:L}.02.2024
Rev. No.:0

Products and
manufacturing
process(es):

Products: Ferritic/ Austenitic Stainless Steel castings fype 22Cr Duplex ASTM A995 Gr.4A (UNS J92205)

Production route No. UA/MS/MPCR/01/4Adt:L0.02.2024 Rev.O (Hand Mould Sand Castings)

Mandatory conditions
and sub-contractors:

o AOD refined raw material (Blooms/Billets/Plates or Selective Virgin raw materials) Used.

o Heat treatment, Repair Welding & Machining done ln-house
o RT Done at Approved Sub-Contractor
o Tests accordingto MDS D46 Rev.6 requirements were performed at ISO 17025 Accredited

La bo ratory
o Change of any Essential Variables according to l5O 17782:2018 C|.10.2 requires Requalification.
o Heat Treatment carried out Qualified Furnace No.HTF:06 only
. Melting Process: lnduction with AOD Blooms/Billets or Plate/ Virgin raw materials
o All Major Weld repair required PWHT.

Other information: o Acid Pickling and Passivation done ln-house
o Renewal of a NORSOK M-650 QTR to an ISO 17782 MPCR Performed in accordance with

Cl No.5.2 as per C1.6.3 of ISO !77822018. (Refer Final MOM Dale:28.02.2024)
o Re-Testing performed at ISO 17025 certified Laboratory (Refer: MTC UA/1TTB2|MIC-OL]r
o Heat treatment verification caried out for the furnace No.HTF.06 (Refer.cycle No.F2036)

Validity: 28.02.2029

Tested and qualified thickness and weight

Products and
manufacturing

process(es):

Test record No. Tested

thickness
mm

Qualified
thickness

mm

Test piece

weight
ke

Qualified weight
kg

Hand Mould Sand

Casti ngs

uAlrTT82lMrC-)L 150 150 543 All

Qualif ication/acceptance signatu res ,ffi.
Man ufacturer:
M/s.Ultimate Alloys Private Limited,

Trichy Road, Sulur,

Coimbatore- 641.402, Tamil Nadu.

Web: www.ultimatealloys.com

checked ot,of#

P. senthilkuffi
(QA- lncharge)\ )

,\
?

The Manufacturing and this MPCR are evaluated and toun\dfiqffo@rynce with the requiremenlhilSrfZ for supply of
the above listed products and materials. \=7
This acceptance does not exempt any purchaser from his responsibility to ensure that this qualification is valid for his products

within the essential variables of ISO 17182. 
,i

Qualifying Company (company name/address):
BUREAU VERITAS

#68/6, F301-03rd Floor, "KCR's Business Today"

07th Street, Tatabad, 100 Feet Road, Coimbatore - 641 0L2.

Signature/Date:

01.03.2024

Prepared

s.
(Lab-

.' tl



Manufacturing Procedure Conformity Record (MPCR)

(As per ISO 17782:2018)

uA/ MPCR/02

Rev. No.:0

Manufacturer
name/address/
Web page:

M/s.Ultimate Alloys Private Limited,
Trichy Road, Sulur,
Coimbatore- 641.402, Tamil Nadu.

E-Mail: ultimate@ultimatealloys.com
Web: www.u ltimatealloys.com

Reference standard ISO 11182:2OlB

Material designation
and MDS No.:

ASTM 4995 Gr.SA(UNS J93404) NORSOK M630-2020 MDS D56 REV.6

Manufacturing
Summary doc, No.:

Manufacturing summary for ASTM 4995 Gr.5A (UNS J93404) Sand

casti n g Doc. N o. U A/ M S / MP CR / 02 I 5 A dt:10.02.2024
Rev. No.:0

Products and
manufacturing
process(es):

Products: Ferritic/ Austenitic Stainless Steel castings Type 25Cr Duplex ASTM 4995 Gr.5A (UNS J93404)

Production route No. UA/MS/MPCR /oZ/Sn dllo.OT.2024 Rev.o( Hand Mould Sand Castings)

Mandatory conditions
and sub-contractors:

o AOD Billets or Selective Raw materials (Plates, Bars, Virgin raw materials) used

o Heat treatment, Repair Welding & Machining done In-house
o RT Done at Approved Sub-Contractor
. Tests accordingto MDS D56 Rev.6 requirements were performed at ISO 17025 Accredited

Laboratory
. Change of any Essential Variables according to ISO 17782:2018 C|.10.2 requires Requalification.
o Heat Treatment carried out Qualified Furnace No.HTF:06 only
o Melting Process: lnduction with AOD Blooms/Billets or Plate/ Virgin raw materials
r All Major Weld repair required PWHT.

Other information: o Acid Pickling and Passivation done ln-house
o Renewal of a NORSOK M-650 QTR to an ISO 17782 MPCR Performed in accordance with Cl

No.li.2 as per C|.6.3 of ISO L7782:20L8. (Refer Final MOM Date:28.02.2024)
o Re-Testing performed at ISO 17025 certified Laboratory (Refer: MTC UA/17182/MIC-02)
o Heat treatment verification caried out for the furnace No.HTF.06 (Refer.cycle No.F2036)

Validity: 28.O2.2029

Tested and qualified thickness and weight

Products and
manufacturing

process(es):

Test record No. Tested
thickness

mm

Qualified
thickness

mm

Test piece

weight
ks

Qualified weight
kg

Hand Mould Sand

Casti nss

uA/17782lMrC-02 150 150 543 Ail

Qualification/accyfi Rllrres 7ffi*
Man ufacturer:
M/s.Ultimate Alloys Private Limited,
Trichy Road, Sulur,

Coimbatore- 641.402, Tamil Nadu.
Web: www. ultimatealloys.com

id*
ert

Zrt

Dite
\(

l./'
nar j

"6

\
, til
il'rR,fu

The Manufacturing and this MPCR are evaluated and found to be ii*idifitffe with thNft#hts of ISO 17782for supplyof
the above listed products and materials.
This acceptance does not exempt any purchaser from his responsibility to ensure that this qualification is valid for his products

within the essential variables of ISO 17782. '/
1^,,t

Qualifying Company (company name/address):
BUREAU VERITAS

#68/6, F301-03rd Floor, "KCR's Business Today"

07th Street, Tatabad, 100 Feet Road, Coimbatore - 641 012.

Signature/Date:

0t.03.2024

Prepared

S. Thangaraj
(Lab- lncharge)

dt'



Manufacturing Procedure Conformity Record (MPCR)

(As per ISO 17782:2018)

uA/ MPCR/03

Rev. No.:0

Manufacturer
name/address/
Web page:

M/s.Ultimate Alloys Private Limited,

Trichy Road, Sulur,
Coimbatore- 64L402, Tamil Nadu.
E-Mail: ultimate@ultimatealloys.com
Web: www.u ltimatealloys.com

Reference standard ISO 17782 :2018

Material designation
and MDS No.:

ASTM A995 Gr.64(UNS.l933B0) NORSOI< M630-2020 MDS D56 REV.6

Manufacturing
Summary doc. No.:

Manufacturing summary for ASTM A995 Gr.6A (UNS J93380) Sand

c a sti n g D o c. N o. U A/ M S I M P CR I 03 / 6 A dt10.02.202 4
Rev. No.:0

Products and
manufacturing
process(es):

Products: Ferritic/ Austenitic Stainless Steel castings Type 25Cr Duplex ASTM A995 Gr.64 (UNS J93380)

Production route No. UA/MS/MPCR/03/6Adt:L0.02.2024 Rev.o (Hand Mould Sand Castings)

Mandatory conditions
and sub-contractors:

o AOD Billets or Selective Raw materials (Plates, Bars, Virgin raw materials) used

. Heat treatment, Repair Welding & Machining done In-house
o RT Done at Approved Sub-Contractor
o Tests according to MDS D56 Rev.6 requirements were performed at ISO 17025 Accredited

Laboratory
o Change of any Essential Variables according to ISO 17782:2018 C|.10.2 requires Requalification.

o Heat Treatment carried out Qualified Furnace No.HTF:06 only
r Melting Process: lnduction with AOD Blooms/Billets or Plate/ Virgin raw materials
o All Maior Weld repair required PWHT.

Other information: o Acid Pickling and Passivation done In-house
. Renewal of a NORSOK M-650 QTR to an ISO 17782 MPCR Performed in accordance with Cl

No.L.2 as per C1.6.3 of ISO 11782:2018. (Refer Final MOM Date:28.02.2024\
o Re-Testing performed at ISO 17025 certified Laboratory (Refer: MTC UA/177821MTC-03\
o Heat treatment verification caried out for the furnace No.HTF.06 (Refer.cycle No.F2036)

Validity: 28.02.2029

Tested and qualified thickness and weight

Products and

manufacturing
process(es):

Test record No. Tested
thickness

mm

Qualified
thickness

mm

Test piece

weight
ke

Qualified weight
kg

Hand Mould Sand

Casti ngs

uA/1.7182/MTC-O3 150 150 543 All

Qu a I if i cati o n /a cqil@FF*t u r(ls /rft5.
Man ufacturer:
M/s.Ultimate Alloys Private Limited,

Trichy Road, Sulur,

Coimbatore- 641 402,Tamil Nadu.

Web: www.ultimatealloys.com

within the essential variables of ISO 17782.

The Manufacturing and this MPCR are evaluated and found to beTn cgpfoirniiice with thtU(Sp6of ISO 11182 for supply of

the above listed products and materials.

This acceptance does not exempt any purchaser from his responsibility to ensure that this qualification is valid for his products

^drQualifying Company (company name/address):
BUREAU VERITAS

#68/6, F301-03rd Floor, "KCR's Business Today"

07th Street, Tatabad, 100 Feet Road, Coimbatore - 641 0l-2.

Signature/Date:

07.03.2024 \wT

Prepared

5. Thangaraj \\'.i
(Lab- lncharge) \.'' H


